
Mercer- Butte Ti % error
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Conditions, 15 keV, 200nA, 600 sec on-peak, 600 second off peak, Ti Ka, LPET + PET (aggregate intensities)

Mercer- Butte Zr % error
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Conditions, 15 keV, 200nA, 300 sec on-peak, 300 second off peak, Zr La, LPET + PET (aggregate intensities)


